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Mine Safety and Health Admin., Labor § 14.22 

available because it is not currently in 
production, the manufacturer will no-
tify MSHA when it is available. Rep-
resentatives of the applicant and other 
persons agreed upon by MSHA and the 
applicant may be present during audit 
tests and evaluations. MSHA will also 
consider requests by others to observe 
tests. 

(c) A conveyor belt will be subject to 
audit for cause at any time MSHA be-
lieves the approval holder product is 
not in compliance with the technical 
requirements of the approval. 

§ 14.11 Revocation. 

(a) MSHA may revoke for cause an 
approval issued under this Part if the 
conveyor belt— 

(1) Fails to meet the technical re-
quirements; or 

(2) Creates a danger or hazard when 
used in a mine. 

(b) Prior to revoking an approval, the 
approval holder will be informed in 
writing of MSHA’s intention to revoke. 
The notice will— 

(1) Explain the reasons for the pro-
posed revocation; and 

(2) Provide the approval holder an op-
portunity to demonstrate or achieve 
compliance with the product approval 
requirements. 

(c) Upon request to MSHA, the ap-
proval holder will be given the oppor-
tunity for a hearing. 

(d) If a conveyor belt poses an immi-
nent danger to the safety or health of 
miners, an approval may be imme-
diately suspended without written no-
tice of the Agency’s intention to re-
voke. 

Subpart B—Technical 
Requirements 

§ 14.20 Flame resistance. 

Conveyor belts for use in under-
ground coal mines must be flame-re-
sistant and: 

(a) Tested in accordance with § 14.22 
of this part; or 

(b) Tested in accordance with an al-
ternate test determined by MSHA to be 
equivalent under 30 CFR §§ 6.20 and 
14.4(e). 

§ 14.21 Laboratory-scale flame test ap-
paratus. 

The principal parts of the apparatus 
used to test for flame resistance of con-
veyor belts are as follows— 

(a) A horizontal test chamber 66 
inches (167.6 cm) long by 18 inches (45.7 
cm) square (inside dimensions) con-
structed from 1 inch (2.5 cm) thick 
Marinite I®, or equivalent insulating 
material. 

(b) A 16-gauge (0.16 cm) stainless 
steel duct section which tapers over a 
length of at least 24 inches (61 cm) from 
a 20 inch (51 cm) square cross-sectional 
area at the test chamber connection to 
a 12 inch (30.5 cm) diameter exhaust 
duct, or equivalent. The interior sur-
face of the tapered duct section must 
be lined with 1⁄2 inch (1.27 cm) thick ce-
ramic blanket insulation, or equivalent 
insulating material. The tapered duct 
must be tightly connected to the test 
chamber. 

(c) A U-shaped gas-fueled impinged 
jet burner ignition source, measuring 
12 inches (30.5 cm) long and 4 inches 
(10.2 cm) wide, with two parallel rows 
of 6 jets each. Each jet is spaced alter-
nately along the U-shaped burner tube. 
The 2 rows of jets are slanted so that 
they point toward each other and the 
flame from each jet impinges upon 
each other in pairs. The burner fuel 
must be at least 98 percent methane 
(technical grade) or natural gas con-
taining at least 96 percent combustible 
gases, which includes not less than 93 
percent methane. 

(d) A removable steel rack, con-
sisting of 2 parallel rails and supports 
that form a 7 ± 1⁄8 inches (17.8 ± 0.3 cm) 
wide by 60 ± 1⁄8 inches (152.4 ± 0.3 cm) 
long assembly to hold a belt sample. 

(1) The 2 parallel rails, with a 5 ± 1⁄8 
inches (12.7 ± 0.3 cm) space between 
them, comprise the top of the rack. 
The rails and supports must be con-
structed of slotted angle iron with 
holes along the top surface. 

(2) The top surface of the rack must 
be 8 ± 1⁄8 inches (20.3 ± 0.3 cm) from the 
inside roof of the test chamber. 

§ 14.22 Test for flame resistance of 
conveyor belts. 

(a) Test procedures. The test must be 
conducted in the following sequence 
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